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	Sample S4393 Datasheet
	Parent Wafer
	Substrate Map
	Flake 1 of 5: x=6.9mm, y=10.9mm, >3500 μm2 monolayer flake
	Flake 2 of 5: x=7.4mm, y=9.2mm, >1500 μm2 monolayer region
	Flake 3 of 5: x=9.4mm, y=9.4mm, >25000 μm2 bilayer region
	Flake 4 of 5: x=9.8mm, y=8.4mm, >400 μm2 monolayer region
	Flake 5 of 5: x=6.7mm, y=4.3mm, >150000 μm2 monolayer flake


